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AAB CO., LTD 
JIN XI BUILDING, NO.1030, KANG WANG BEI LU, LI WAN DIST, GUANGZHOU CHINA 
 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as Tungsten Ring 
 
 

SGS Job No. : GC101107238 

Tested sample information  : ITEM CODE: RTS32 

Date of Sample Received : NOV 24, 2010  

Testing Period : NOV 24, 2010 TO DEC 02, 2010  
 
 
 
Test Requested : As specified by client, to determine the Nickel release from the submitted sample. 
 
 
 
 
Test Method : Please refer to next page(s). 

 
 
 
 

Results          : Please refer to next page(s). 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
______________________ 
Manson Yang 
Approved Signatory 
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Results :  
 
 

Nickel Release Content 
 

 
Test Method : As specified in EN 1811:1998 + A1:2008. Analysis was performed by ICP-OES. 
 
(Non-body piercing article) 

Sample Trial 
Sample Area 

(cm
2
) 

Volume of 
Test Solution 

(ml) 

Nickel Release 

(µµµµg/cm
2
/week) 

Adjusted Nickel 
Release 

(µµµµg/cm
2
/week) 

1 12.86 12.9 1.40 0.14 
No.1 

2 12.86 12.9 0.70 0.07 

Max. Limit (ug/cm
2
/week) : 0.5 

 
 
Note: < = less than 
  
  
  
Remark: Max. limit specified by entry 27 of Regulation (EC) No 552/2009 amending Annex 

XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under 
Directive 94/27/EC and 2004/96/EC). 

  
Conclusion: Pass 
  

 

 
 
Test Part Description: 
No.1 Silver-grey metal ring  
 



 
           Test Report No.: GZ1011134532/CHEM Date: DEC 02, 2010 Page 3 of  3 

 

 

 
 
Sample photo :  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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