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AAB CO,, LTD
JIN X1 BUILDING, NO.1030, KANG WANG BEI LU, LI WAN DIST, GUANGZHOU CHINA

The following sample(s) was/were submitted and identified on behalf of the applicant as Tungsten Ring

SGS Job No. :GC101107238

Tested sample information : ITEM CODE: RTS32

Date of Sample Received :NOV 24, 2010

Testing Period :NOV 24, 2010 TO DEC 02, 2010

Test Requested : As specified by client, to determine the Nickel release from the submitted sample.
Test Method : Please refer to next page(s).

Results : Please refer to next page(s).

Signed for and on behalf of
SGS-CSTC Ltd.

Mansr—

Manson Yang
Approved Signatory
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Results :

Nickel Release Content

Test Method : As specified in EN 1811:1998 + A1:2008. Analysis was performed by ICP-OES.
(Non-body piercing article)
Volume of Adjusted Nickel
Sample Area | Test Solution Nickel Release Release
Sample Trial (cm?) (ml) (ua/cm’week) (ua/cm’/week)
No.1 1 12.86 12.9 1.40 0.14
' 2 12.86 12.9 0.70 0.07
Max. Limit (ug/cm“/week) : 0.5
Note: < =less than
Remark: Max. limit specified by entry 27 of Regulation (EC) No 552/2009 amending Annex

XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under
Directive 94/27/EC and 2004/96/EC).

Conclusion: Pass

Test Part Description:
No.1 Silver-grey metal ring
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Sample photo :

GZ1011134532/CHEM

SGS authenticate the photo on original report only

*** End of Report ***

This documan is lnsued by the Company subject to Its General Conditicns of Sarvice printed averieal, avaisbia on request or pccessible at Mtp.ifeww. g comferms_and_conditions.
him and, for electronic format documents, subject 1o Terms and Conditions for Electronic Documents st www. 803 comiterms e-document him. ARention (s drawn io the Timitstion of
gRETITRERAIGn and jurisdiction issues defined tharein. Any holdar of this decument ks edvised that information contained hereon reflacts the Company’s findings al the time of

o ST ithin the limdts of Chent’s instructicns, I any. The Company’s sole responsibility is to its Cliend and this document doss nol exonarate partes lo a transaction

ahts and obligations under the transaction documents. This document cannol be reproduced axcepl in full without pdar wiitten approval of the Compary

, borgery of falsification of the content of appearance of this documant is unlawful end offenders may be prosacuted 1o the fullest axtent of the Law
resulls showm in this test report refer only to the samphe(s] tested

168 Kaghu oo Scieninch Paskt Guangetros Boonomic & Technclogy Davikpment Distic Gaanzio (v 510663 | (95-20) 82155555 1 {B6-20) E2075113
BE - SRR EEN RS ENER 10T

WAW, O 30 5. Com
BEEN: 510663 | (BG-20) £M155555 | (B6-20)B20TE113 e sgs.chinafsgs com

Member of the SGS Group (SGS SA)



