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Applicant : AAB CO., LTD

Address : 4th Er Heng Road, Two Area in Jiang Nan Industrial Park,
South Village, Panyu District, Guangzhou.

Attention : Tammy

Sample Receive Date : 2014-04-21

Test Period : From 2014-05-05 to 2014-05-16

Sample Description : Banana with owl design

Style No. : TBAN12

Supplier : Not provided

Buyer : Not provided

Country of Origin : Not provided

Exported to : Not provided

Note:
 The submitted samples are Not Drawn by the Laboratory.
The test item and sample were specified by the client.
The conclusion was drawn according to the client’s specification.
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Conclusion According To Client’s Specification:
SN Test Item Conclusion Failed Component Failed Result

1  Total Cadmium (Cd) Content Pass
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1. TESTED SUBJECT DESCRIPTION
Photo

A
001 Silvery metal owl body -- A

2. TEST RESULT
2.1. TOTAL CADMIUM CONTENT

Test method: With reference to EN EPA 3050B:1996, analyzed by Inductively Coupled Plasma Optical
Emission Spectrometer (ICP-OES). [Reporting Limit: 2.0mg/kg]

TEST ITEM RESULTS (mg/kg) LIMIT (mg/kg)SAMPLE (001)
Total Cadmium (Cd) 2.1 <100

   Note:
-  “mg/kg” denotes milligram per kilogram
-  “<” denotes less than

-- END OF THE TEST REPORT --
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