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Applicant: AAB CO, LIMITED Date:  Jul 04, 2011 
 3/F, JIN XI BUILDING, NO.1030, 

KANG WANG BEILU, LI WAN DIST, 
GUANGZHOU 

 

   
  

 

 
Sample Description: 

One (1) submitted sample said to be ball closure ring. 
Item No. : BCR. 

 
************************************************************************************************************************************** 

 
Tests conducted: 

As requested by the applicant, refer to attached page(s) for details. 
 ************************************************************************************************************************************** 

 
Conclusion: 

Tested Samples  Standard  Result 
Submitted sample  Cadmium content requirement in Annex XVII Item 23 of the 

REACH Regulation (EC) No. 1907/2006, amendment 
No.552/2009 (formerly known as Directive 91/338/EEC) 
and Commission Regulation (EU) No 494/2011 of 20 May 
2011 

 Pass 
 

 ********************************************************************************************************************************* 
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1 Cadmium (Cd) Content  
   

 As per Cadmium content requirement in Annex XVII Item 23 of The REACH Regulation (EC) No. 
1907/2006, amendment No.552/2009 (formerly known as Directive 91/338/EEC) and Commission 
Regulation (EU) No. 494/2011 of 20 May 2011, acid digestion method was used and total Cadmium 
content was determined by Inductively Coupled Argon Plasma Spectrometry. 
 

  Result : less than 0.0005% 
 
  Limit : 0.01% 
 
   Tested sample : Silver color metal. 
 
   Date sample received : Jun 28, 2011 
   Testing period : Jun 28, 2011 to Jul 01, 2011 

*************************************************************************************************************************************
End of report
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