SGS

Test Report No. Feg0501/LF-cTSAYJ07-01019 Date:

To:  AAB CO., LIMITED.

3/F, JinXi B/D,

No0.1030 Kang Wang Bei Lu
Li Wan District, 510170

GUANGZHOU
China

The following merchandise was submitted and identified by the client as :
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Commodity 316L Surgical Steel Body Jewelry

SGS File No. AYJ07-01019

Materials Please refer to component list/list of materials below.
Item No./Part No. JBL1

Order No. T

Country of Origin . Korea

Received Date April 24, 2007

Test Performing Date April 25, 2007 to May 03, 2007

Test Performed SGS Testing Korea tested the sample(s) selected by applicant with following results.

Test Results For further details, please refer to following page(s).

Buyer(s) .

This document is issued by the Company under its General Conditions of Service accessible at http ://www.sgs.com/terms_and_conditions. htm. Attention is drawn to the limitation
of liability, indemnification and jurisdiction issues defined therein. Any other holder of this document is advised that information contained hereon reflects the Company's findings at
the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to
a transaction from exercising all their rights and obligations under the transaction documents. Any unauthorized alteration,forgery or falsification of the content or appearance of
this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
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Component Number

Component

Material

Color

AYJ07-01019.001

Jeweled Banana Surgical steel 316L

ROSE

Summary of result on nickel release on Sample

Component Number

Result* (microgram/cm2/week)

AYJ07-01019.001

PASS

* Please refer to the following page(s) for further detail.

Note : Conclusions on Pass/Fail are based on the test result from the actual sampling of the received sample(s).

Minji Kim / Testing Person

SGS Testing Korea Co., Ltd.
ZA /ﬁﬁyf/c

Kay Park / Lab Manager
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SGS File No. . AYJ07-01019
Commodity : 316L Surgical Steel Body Jewelry

Picture of sample as received :
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Sample No. : AYJ07-01019.001

Sample Description : Jeweled Banana

Color : ROSE

Materials : Surgical steel 316L

Nickel Release Test (EN12472:1998/EN1811:1998)/ICP-AES

Test It Sample Volume of Nickel Release Adjusted Nickel Limit Specified c lusi
est fiems Area(cm2) Test Solution[ml] (ug/cm2/week) Release (uglcm2/week) onclusion
(ug/cm2/week)
EN 12472/EN 1811 3.19 5.00 <01 <0.01 0.5 PASS
Nickel Release Test (EN1811:1998)/ICP-AES
Test It Sample Volume of Nickel Release Adjusted Nickel Limit Specified c lusi
estitems Area(cm2) Test Solution[ml] (ug/cm2/week) Release (ug/cm2/week) onclusion
(ug/cm2/week)
EN 1811 3.19 5.00 <0.1 <0.01 0.5 PASS

*** End of Report ***

NOTE: (1) < =less than
(2) * = Nickel migration limit of 0.2 microgram/ cm2/week has been considered under piercing category.
Composite testing of the sample has been performed on customer’s request.
(3) ** = Composite testing of rest of the sample has been performed on customer’s request.
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