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Applicant: AAB CO., LTD

Address: 4th Er Heng Road, Two Area in Jiang Nan Industrial Park,
South Village, Panyu District, Guangzhou.

Attn: Tammy

Sample Description: UV plug with metallic sticker design

Model No.: UFTS08

Sample Receive Date: 2012-08-21

Test Period: From 2012-08-21 to 2012-08-27

Test Requested and
Conclusion:

- Safety of Toys - Part 3: Migration of Certain
Elements EN71-3:1994+A1:2000+AC:2002

PASS

Test Results: Refer to following page(s)

Remark: - The result relates only to the items tested.
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1. TESTED SUBJECT DESCRIPTION

SAMPLE
NUMBER TESTED MATERIAL DESCRIPTION PHOTO

001 Black plastic (UFTS08)

UFTS08
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2. TEST RESULT
2.1. MIGRATION OF CERTAIN ELEMENTS
Test method: With reference to EN71-3:1994+A1:2000+AC:2002, analyzed by Inductively
Coupled Plasma Optical Emission Spectrometer (ICP-OES). [Reporting Limit: 2.5mg/kg for As
and 5 mg/kg for other heavy metals]

TEST ITEM RESULT [mg/kg] MAXIMUM  LIMIT
[mg/kg]SAMPLE 001

Soluble Lead (Pb) <5.0 90
Soluble Antimony  (Sb) <5.0 60
Soluble Arsenic (As) < 2.5 25
Soluble Barium (Ba) <5.0 1000
Soluble Cadmium (Cd) <5.0 75
Soluble Chromium (Cr) <5.0 60
Soluble Mercury (Hg) <5.0 60
Soluble Selenium (Se) <5.0 500

Note:
– “mg/kg” denotes milligram per kilogram
– “<” denotes less than
– Result shown is adjusted analytical result.
– Limit is quoted from EN 71-3: :1994+A1:2000+AC:2002 Clause 4.1.
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