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AAB CO., LIMITED
3"° FLOOR, JINXI BUILDING NO.1028-1030 KANGWANGBEI ROAD, LINAN AREA, GUANGZHOU

The following sample(s) was/ were submitted and identified on behalf of the client as:

Sample Name :  316L STAINLESS STEEL BARBELL
Material : 316L STAINLESS STEEL

Sample Information : BRB

SGS Ref No. : SM110303906, GM110300594

Test Performed . Selected test(s) as requested by applicant
Date of Receipt : Mar 18, 2011

Test Period : Mar 18, 2011 to Mar 25, 2011

Test result(s) . Please refer to the following page(s)

********TO be Continued********

Signed for and on behalf of
SGS-CSTC Ltd.

Aﬁwy

Shining Chan
Engineer
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Test Result(s):

Sample description: Metal part

Test item: Chemical composition analysis
Test method: ICP-AES & ASTM E 1019-08

Element Result,% ASTMR'Zsji?nB:n?E/? 316l Conclusion
C 0.013 <0.030 Pass
Si 0.35 <1.00 Pass
Mn 1.46 <2.00 Pass
P 0.024 <0.045 Pass
S 0.001 <0.030 Pass
Ni 12.42 10.0~14.0 Pass
Cr 17.80 16.0~18.0 Pass
Mo 2.07 2.00~3.00 Pass

Conclusion: The results comply with the requirement of ASTM A 276-08a type 316L requirement.

Note: The above test was conducted in SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd
Sample photo:

*hkkkkkkk End of report********

This document s Isswod bythe Companyunder & GenaalConditionsof Sonvice printedoveroator Tlabb O re st and acc atiA fay, 8 s comyTer maandeondians.,
him. Attenfico s dawnio the 1 RabHi gy, hnc atonand jurisdiction |Esues dafined tharoin. Any hodkbar of thisdocumentis ‘acvised that inmfor maion contaned hesm on
PR e dings al this lims al lri ey erdiin oAl y and wilhin the Bids ol CRait 5 natuetions, Fasy The Companyh sals resporilbiny = ta Ak CRanl and ihes
i L padfies ta & ir fram sxsrEsing &l thaie rigits sod obigatiohs under e Eam ackion & i3, Any unRuthoiEedietiedstion, faigery o

o 2 o fhia o B uhlgwlul e alfenders may be pedmsciled lo tha fullagaxle ol thalaw
ulls shigwen B thisdesl reficetraler anly 1o ike samplads ) tesleadntd Sucs plal mhars v d far3 0 daya anfy Thisdomiin e can not b repirod )

GZMR

SR O Japtath | Pl Do L0 | NETH Rt SOSVECHR L Daprher Exrormcd Ty Dol ot Gomph re 8108 1 (BE-DOJRBIGESEE  f [R6-b0jB0TE 080 WAL 055 C0m
fuarrro BEORRC iy EEAE i |m~maﬁ§ﬁ#ﬁwmmﬁ HICHR S 0GRS | (BE-ZOESESES  { [ARACRRITSOA] - @ i chnafags cam
MWamber of the 565 Group (BG5 SA)




